
Figure 1: 
Locked Cycle Test Flowsheet 

 

 

Figure 2: 
Zinc Recovery vs Concentration Ratio Plot of LCT Results 

 



Figure 3: 
Lead Recovery vs Concentration Ratio Plot of LCT Results 

 


